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The Phenomena of Targets Irradiated by an Intense CO2 Laser

by Xia Shengjie, Wang Chunkui, Fu Yushou, Wu Baogen, Fang

Huiying, Zhou Guangdi

(Institute of Mechanics, Academia Sinica)

Abstract

Using the continuous and pulsed CO laser as the main light
-source,, we first studied the phenomeni produced in the area in
front of the target for the effects of the intense laser on
target material. Diagnosis was done by high-speed interfero-
graphy and we distinguished the forming-time of the crater and
the processes of torsion of the direction of the vapor plume

produced by the continuous laser. We have also observed the
development of the plasma, the air breakdown and unluminous
phenomena such as the vapor plume, shock wave etc. produced
by the pulsed laser. The high-speed interferography device with
pulsed He-Ne laser was used.

Preface

There have been many studies carried out both domestically

and abroad on the interaction of lasers and materials. There

has been a conference every two years on laser interaction and

plasma and one symposium each year on laser damage to optical

materials; all of these conferences publish collections of

papers (I, 21. These works center on the actions of lasers

and target skheres in order to study man-made fusion; the in-

tense laser on optical materials, especially the damage of

high powered laser window, laser treatment and processing etc.

The power density range of the laser used is very broad and

thus the study of objects is multifold and active. This paper

is only concerned with the interaction of intense lasers with

relatively low target power density range and the solid

target materials. At present, high-speed photography is commonly
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used as the diagnostic technique for experimental research on

these problems. Among these, most are concerned with researching

luminous phenomena [3-5]. However, for the study of unluminous

phenomena, aside from seeking aid from high-speed photography,

it is also necessary to employ optical display techniques. At

present, high-speed interferography, the high-speed shadow

technique [7] and schieren technique are used in these studies.

They are used to diagnose the phenomena produced -in the area

in front of the target when there is laser-target material

action; for example, the study of the formation and develoment

etc. (6] of the laser sustaining detonation wave (LSD). The

pulsed He-Ne laser separate amplitude high-speed interfero-

graphy and shadow technique (7] developed by us are used to
diagnose the phenomena in the area in front of the target when

there is laser-target material interaction. When researching

the continuous and pulsed CO2 laser irradiation of metallic and

non-metallic target materials, many luminous phenomena are

recorded. Several tens of interferographs on the interaction

process can be obtained from each experiment.

The Action of the Continuous Output Laser and the Target
Material

A focus lens with a focal length of 135 millimeters is used

in research on the interaction of the 70 watt continuous output

power CO2 laser and the target material [8]. A light beam spot

of about 0.5 millimeter in diameter is focused on the target
and a power density of 3x 10 watts/centimeter2 is obtained. The

target material has both melting and a large amount of vapor-

ization on this power density level. The vapor plume jet speed

produced by the laser is relatively low and is related to

characteristics of the target material. We used two types of

typical material: ceramic and organic glass. The instant we use

high-speed interferography to diagnose the laser beam action

2



on the target we immediately obtain the process of dynamic

balance.

We can see from high-speed interferographs 1-4 that the

vapor plume initially produced on the target material assumes

a columnar structure.

IIM

Fig. 1 Columnar Structure of the Organic Glass xTapor Plume

'z!I~l ii iB.II,..

Fig. 2 Steady Spray of the Organic Glass Vapor Plume
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Fig. 3 Columnar Structure of the Ceramic Vapor Plume

Jw

Fig. 4 Vapor of the Ceramic Vapor Plume and the Burst Open
Vapor Mass

See fig. 5 for the vapor plume spray contour of the two types

of materials.
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Fig. 5 The Forms of the Vapor Plumes Change With the Time

Key: 1. Organic glass
2. Ceramic

The initial spray speed of the organic glass vapor plume is

3.6x 102 centimeters/second. Although the energy of the laser
beam is steady from the initial incidence to the final stage,

yet the growth speed of the vapor plume's leading edge is

changing as is shown by the curves in fig. 6.

2) FO

(2) MW

I
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Fig. 6 The Relational Curves of the Vapor Plume's Leading Edge
Shift and the Time

The vertical coordinate is cm and the horizontal
coordinate is msec
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Key : 1. Organic glass
2. Ceramic

The vapor plume facing the radiation with wavelengths of

10.6 and 0.6328 micrometers is basically transparent and during

the spraying process it cannot further absorb energy. The

interference fringes within the plume can be seen in figures

1-4. The original temperature and density in the vapor plume,

which is larger than that of the surrounding gas, gradually

decreases during the spraying process and when it sustains air

resistance, the vapor plume will continually spread open. This

will cause the spraying process to reach a state of dynamic

equilibrium. In the end, the speed along the normal direction

of the target decreases to zero and forms a continuous and

steady spraying process as shown in fig. 2.

As regards the ceramic material during the initial period

of laser action, it is within about 5 milliseconds, its

phenomena are similar to those of orgatic glass and the vapor

plume is a columnar structure as well as transparent as shown

in fig. 3. However, the initial spraying speed of the vapor2
plume is lower than that of organic glass, about l.9x10

centimeters/second. uring a later period, the scouring effect

causes this type of heat insulated powder sintering body to

form independent vapor masses when the globular powder is

vaporized by the heat. There are also condensed particles which

are sprayed out with the vapor plume. Yet these particles are

not transparent and during the spraying out process they will

continually absorb a portion of the optical radiation.

Because the sprayed out vapor mass is located in an environment

with relatively low pressure and temperature, it bursts open

in the vapor plume. We can see the path of the bursting particles

clearly in fig. 4. The centers of their bursting are not

necessarily on the target but rather in the area in front of the

target.

6
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It can be seen from the negatives of a series of high-speed

.nterferographs that the spray of the ceramic material's

vapor plume is not steady like that of the organic glass but

has non-periodic pulsation. Steady laser energy cannot con-

tinually radiate on the target material. The sprayed particles

and vapor create interference for the incidence of light and

a good deal of energy is consamed.

The vapor plume produced by the laser irradiation of the

target material always begins to spray outwards of the vertical

target. To distinguish these phenomena, the target and incidence

laser beam form a 450 angle. The laser beam operates in the

instant of the target material and the vaporized substance is

vertical to the 450 angle formed by the target and laser

incidence direction as shown in fig. 7(a). However, the target

lengthens with time and after forming craters and paths, the

vapor plume very quickly turns to spray in the opposite inci-

dent light direction. We can see the process of torsion of

this type of spraying direction from fig. 7. The beginning

torsion of the orgainc glass is about 20 milliseconds and the

torsion ends at 33 milliseconds. This is also the time for

forming craters.

7
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Fig. 7 Torsion Process of the Vapor Plume

(a) Vertical target spray
(b) Beginning torsion
(c) Torsion completed

When a laser with a continuous output of 30,000 watts focuses

a ),000 millimeter range focusing range mirror on a stainless

steel target, we can observe a great deal of high temperature

metallic melted drop spattering which forms dazzling sparks.

This does not exist in non-metallic ablation as shown in fig. 8.

The melted drops in the light beam angle must still continuously

absorb the optical radiation and therefore it is often
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necessary to use high pressure gas to blow and scatter the

melted drops. Thus, even more light can radiate on the target.

*

Fig. 8 Circumstances of an Intense Laser Irradiating a
Metallic Target

The Action of the Pulsed CO2 Laser and Target Material

A TEACO2 pulsed laser beam which uses 10 joule energy and

has a pu.se width of 1 microsecond focuses a lens with a

focusing length of 100 millimeters on a target. When the power
density reaches to an energy level of about 107 watts/

centimeter 2, the target material is dominated by vaporization
[10]. The instant the laser acts on the target material there

is produced high temperature and vaporized target material. The
vaporized substance instantly expands outward along the vertical

of the target, compresses the air in front of the target and

forms a circular air shock wave and outward propagation using

the place where the light beam comes in contact with the target
point as the center. After the laser beam is finished, the top

part of the vaporized substance rapidly diffuses into a

mushroom shape. Its leading edge speed quickly decreases. The

phenomena of the circular shock wave and vertical target spray
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as well as the final formation of the mushroom shaped vapor

plume can be seen from figures 9 and 10.

"i r
Fig. 9 Circular Shock Wave

Fig. 10 Mushroom Shaped Vapor Plume

The shock wave propagates outward with supersonic speed. The

initial Mach number is about 1.84 and continues until the

shock wave disappears. This process does not have intense light

or noise. The greater part of the light beam energy can couple

with the target material. When the target crater is relatively
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deep, the ablation area is equal to the measurement of the

spot and there is a noticeable perforated effect.

The Pulsed CO2 Laser Exceeds the Breakdown Threshold

When the pulsed Co2 laser's power density is increased to9 2 2the 10 watts/centimeter level, the power density far exceeds

the breakdown threshold. When the laser is focused on a target

in an atmospheric environment, this causes air breakdown in

front of the target and also produces high temperature plasma.

Moreover, there is accompanying intense light and noise. The

plasma cloud along the directionof the light beam is a major

axis which forms an ellipsoidal air shock wave with the plasma

cloud as the center which propagates outward. The plasma cloud's

center is in front of the target and the ellipsoidal shock

wave hits the target and forms a reflected wave. We can see from

the tests shown in figures 11 and 12 that the target forms a

450 angle with the incident laser.

Fig. 11 Ellipsoidal Plasma Cloud
K!
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Fig. 12 Ellipsoidal Shock Wave, Reflected Wave and Mach
Reflection

Fig. 13 draws the original ellipsoidal shock waves of each time

period and the reflected waves on an inclined target.

UMM(3)

Att* (4)

(1) 0*T

Fig. 13 The Incident Reflection of the Ellipsoidal Shock Waves
When Producing Detonation laves

Key: 1. Plasma
2. Incident wave
3. Reflected wave
4. Laser beam
5. Mach area

When the reflected waves are transmitted in a dielectric which

12



is passed through and heated by the original waves, their

absolute speed is greater than the original waves. Thus, they

overtake the original waves and form Mach number reflection [12]

as shown in the lower portion of fig. 12. This has the same
results as the reflection of the point source detonation shock

waves on a wall surface [9] as shown in fig. 14.

(23)

Fig. 14 Incident 7flection of Atomic Detonation Circular
Shock Waves

Key: 1. Mach area
2. Incident wave
3. Reflected wave
4. Detonation center

32 microseconds after the laser breaks down the air and the

reflected wave passes a resieual area with high temperature and

high density boundary, the waveform appears hysteretic and

non-continuous as shown in fig. 12. This is the result of the

interaction of the plasma and the air shock wave. If the

distance between the plasma's center and the target enlarges,

then when the reflected wave reaches this area there will not

be hysteresis and non-continuity in front of the wave.

From the direct determination of the luminous plasma in a

13



high-speed photograph, about 16 microseconds after the pulsed

laser with the above mentioned power density is finished, the

expansion along the edge of the plasma cloud reaches a maximum

value of about 6 millimeters. The plasma's high temperature

radiation acts on the target material to produce an ablation

area much larger than the measurement of the laser beam spot.

After the plasma which develops in the direction of the laser

beam disappears we see a columnar vaporized plume which forms

a 450 angle with the light beam and which is vertical to the

target. Its bottom part widens as shown in fig. 11. This is

in obvious contrast with figures 8 and 9.

The Influence of the Breakdown Threshold on Material Damage

In comparing test figures 9, 10 and 11, when the laser power

sensity is below the air breakdown threshold, a circular shock

wave is produced, the vaporized substance is vertical to the

target spraying and the bottom part is very small. Different

target materials have different ablation depths. When the

powe, censity exceeds the breakdown threshold, the air is
broken down and forms an ellipsoidal wave. At this time, the

quality of the target material moves to a position of secondary

importance. The effects of the interaction of different target
materials is approximately the same as the laser. Determined

from the final crater on the target, after producing plasma, the

ablation area of the target area is one quantity level greater
than when there is no breakdown. The shape is not uniform and the

crater is relatively shallow. The laser energy does not completely

and directly act on the target but is the result of the high

temperature plasma cloud's reirradiation of the target. Therefore,
when the laser energy is greater than or smaller than the

air breakdown threshold, different damage effects are produced

on the target material. This is significant for the study of

the interaction of lasers and target material in an atmospheric

14
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environment, especially for laser perforation.

The Spray Direction and Torsion of Continuous and Pulsed
Laser Vapor Plume

As regards the diagnostic photographs of continuous and

pulsed laser irradiation of target material with a 450 angle of

inclination, strong lasers which exceed the air breakdown

threshold cause plasma and ellipsoidal shock waves to form in
front of the target along the light beam direction. About
several tens of microseconds after the pulsation st6ps and the

plasma disappears, only a columnar vapor plume exists at a

450 angle with the light beam and vertical to the target. As a

* result, the plasma and vapor plume form a 450 angle under these

4 test conditions. The elliptical shock waves continue to

propagate and the ellipticity increases.

There is no noticeable plasma and noise for lasers below

the breakdown threshold and there is only vapor plume and

circular shock waves vertical to the target.

When compared with the above mentioned circumstances, because

of the formation of ablation passages in the continuous laser

action process, the spray direction of the vapor plume has a
torsion process. The stronger the light beam the faster the

torsion. It is about several tens of milliseconds for non-

metallic materials.

Conclusion

The above mentioned tests showed several points: the spraying

of vapor plume caused by the continuous laser is always vertical

to the target surface and assumes a columnar shape in the

initial stages of various types of target materials, The

15



direction changes only because of the formation of craters.

When the laser continually irradiates the crater deepens which

is unrelated to the target's position angle; we must control

the high and low of the threshold for the pulsed laser and

target material action in order to have different effects. When

perforation is needed, the power density should not exceed the
breakdown threshold. In this way, deep holes with standard

measurements can be attained.

Further, the developed pulsed He-Ne laser separate amplitude
high speed interferographic device can record luminosity,

especially the developmental process of unluminOus phenomena.

It provides a great deal of two dimensional information for

phenomena produced in transparent mediums; for example, diagnosis

of phenomena in front of the target when there is laser-target

action. It is an excellent diagnostic method.
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